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INSPECTION CERTIFICATE
Date of Issue : 311220 Reference No : AS5/20-191231-1 | Certificate No £2327/0020
No. Grade Shape Size (mm) Tolerance | Length (M) | Weight (Kgs) Condition Heat/Cast No Remark
| AISI316L R 3,00 +01-0.02 Coil 502,50 Wire 6A359 88024
Chemical Composition(%)
Elements c | si | mm | p s | M | o | ™ ' R
No.
spoc | Min | Max | Max | Max | Max | Max | 1000 | 1600 | 200
Max | 0030 | 100 | 200 | 0045 | 0030 | 1400 | 1800 | 300
Heat/Cast No —
1 BA350 0019 | 0370 | 1480 | 0.024 | 0.0049 | 10.050 | 16.170 | 2010
Remark: TS - Tensie Strength , YS - Yield Strength , RoA - Reduction of Area
CD- Cold Drawn oo No: W/00FY
CDG - Cold Drawn with Rough Grinding
9 610
CG - Cold Drawn with Centeriess Grinding poNe. BMECWME3T
PL - Peeled




