INSPECTION CERTIFICATE

: . . e Size ; : s ’
Steel G ra_dg. . SUS 31614 1/4HL) BARI 5.00x2000 mm. Certificate No. : ST2106011 Date: 1 .June 2021 L
Order No. : §0-2012105 Customer Name : Bodysteel & Silver Co., Ltd.
Deseription : Stainless Steel Wire Country : THAILAND
CHEMICAL COMPOSITION (%) -
Inspection Itams & Si Mn P S Ni Cr Mo Cu N Co
Stndils Max 0.030 1.00 2.00 0.045 0.030 14.00 18.00 3.00 - 0.1000 -
. Min : = - - - 10.00 16.00 2.00 - - -
193617 0.016 0.52 1.35 0.020 0.001 10.16 17.30 2.10 0.27 0.0130 -
Heat No.
Diameter Tensile Strength | Elongation HV Length
Standard JIS G 4309
. (mm) (kgf/mm2) Ye (Vicker) (mm)
—— Max 5.00+0.00 110 - - e +20.00
Min -0.03 75 - - -0.00
N Diameter | Tensile | Elongation HV Weigh | Packing |Appearance No Diameter | Tensile |Elongation HV Weigh | Packing |Appearance|
o (mm) | kermm2)| % (Vicker) | (kgs) Date g (mm) | (kgfmm2)| % | (Vicker) | (kgs) Date
1 4.986 7196 21.00 - 300.00 - OK.
TOTAL | 30000
% Ingpection by .\ Chegked by ~ Approvedby
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