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Crayon Rocks 
7053 Vernon Road 
Hestand, KY 42151 
United States 

“This report supersedes all previous documents bearing the test report number 4563740-CH01.” 

The following sample(s) was/were submitted 
and identified by/on behalf of the client as: 

Soy Wax Crayons  
Labeled Age Grading: 3 and Up 
Country(ies) of Sale: USA, International 

Sample Received Date: 12/9/2019 

Testing Period 12/9/2019 – 12/17/2019 

Revision Summary : Additional test results added. 

Test Requested : Please refer to the result summary. 

Test Method & Results : Please refer to next page(s). 

Result Summary : 

Signed for and on behalf of SGS North America, Inc. Prepared By: 

Jennifer Vaval 
Laboratory Manager, Chemistry Laboratory 

Shaina Gibbons 
Technical Report Writer, Chemistry Laboratory 
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parties to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced except in 
full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is 
unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the 
sample(s) tested and such sample(s) are retained for 45 days only.” 
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Test Requested Conclusion 
1. Standard Consumer Safety Specification for 

Toy Safety, ASTM F963-17 Clause 4.3.5 PASS 

a) Total Lead in Substrate Material PASS 
b) Soluble Heavy Metals in Substrate Material PASS 

2. EN71-3: 2019 Migration of Certain Elements PASS 
3. AS/NZS ISO 8124 Part 3: 2010 – Migration of 
Certain Elements PASS 
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